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AS 1550.2-1993 TEST FOR FLAMMADILITY OF MATERIALS

" DATE TESTED: FLAMMABILITY INDEX: 17 RANGE 0 - 100} YOR MOST MATEHIALS
15/02/199%° LENGTH WIDTH
SPREAD FACTOR: RANGE 0 - 40 5 13
NEAT PACTOR: RANGE 0 - UPWARD 2 q
MAXIMTY HEIGIT (D) MEAR _ 5.3 6.7
v 8.7 6 50,2 %
TIME (T) MEAN RN 5 N/A &
cv YL V2 S
HERT (A} MEAN . B.0degOmin 16.5degCmin
cv n.u 1] 55.9 %
KO OF SPECIMEN3 TESTED s

- THESE TEST RESULT3 RELATE ONLY TO THE BEUAVIOUW OF THB TEST 3EBCIHEHS or
THE MATSRIAL UNDER THE PARTICULAR CONDITIQRS OF THE TEST. ANZ THEY ARE
woT INTENDED Tv BE THE SOLE CRITERION POR ASSESSING THE WfIAL FIHRE
!H\Z!-R.D OF THE MATERIAL IN USE.
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